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Manufacturers with Quality Approved Special Processes

VENDOR

127971 AAVID NIAGARA LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUDSON,  MA 978 567-0998

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *HUDSON MA

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *HUDSON MA

122639 AAVID THERMACORE INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

LANCASTER,  PA 717 569-6551

P

Prime

BZ2 FURNACE BRAZE Al & Al ALLOYS AWS C3.7M, Cl-B,CBRAZE *LANCASTER PA

123063 AAVID THERMALLOY LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

LACONIA,  NH 603 223-1852

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *LACONIA NH

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *LACONIA NH

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *LACONIA NH

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *LACONIA NH

121271 ABALON PRECISION MFG CORP
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BRONX,  NY 718 589-5682

P

Prime

PS-1 PASSIVATION AMS-QQ-P-35COATING *BRONX NY

84585 ABELCONN LLC                                                (84585)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

NEW HOPE,  MN 763 533-3533

P

Prime

CC1AII CONVERSION COATING, Type II, Class1A MIL-DTL-5541COATING *NEW HOPE MN

CC3II CONVERSION COATING TYPE-II, CLASS-3 MIL-DTL-5541COATING *NEW HOPE MN

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *NEW HOPE MN

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *NEW HOPE MN

112421 ABRAMS AIRBORNE MANUFACTURING INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

TUCSON,  AZ 520 887-1727

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *TUCSON AZ

BLOX COATING, OXIDE, BLACK, FOR FERROUS METALS MIL-C-13924COATING *TUCSON AZ

BLOX-ALL OXIDE, BLACK, FERROUS METALS ALL CLASSES MIL-DTL-13924, 1-4COATING *TUCSON AZ

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *TUCSON AZ

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *TUCSON AZ

CCB CONVERSION COATING, B449 Cl-1-4 ASTM B449, Cl-1-4COATING *TUCSON AZ

HC3 Anodize Hardcoat Type III MIL-A-8625COATING *TUCSON AZ

HC3-1 Anodize Hardcoat MIL-A-8625, Type IIICOATING *TUCSON AZ

HC3-B HARD ANODIZE ASTM B580, TYP-A ASTM B580COATING *TUCSON AZ

PP-8426799 PRIME & PAINT INTERNALCOATING *TUCSON AZ

PS-1 PASSIVATION AMS-QQ-P-35COATING *TUCSON AZ

SA2 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP-I,IICOATING *TUCSON AZ

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *TUCSON AZ

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *TUCSON AZ
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FW2 Fusion Weld, Alloy Steels AWS D17.1WELD *TUCSON AZ

PNTG Painting *TUCSON AZ

128358 AC UNIVERSAL CIRCUITS LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MAPLE GROVE,  MN 763 424-3788

P

Prime

OT-8 Oxide Treatment 8346640COATING *MAPLE GROVE MN

PCG Gold Plate MIL-G-45204/AMS2422PCB *MAPLE GROVE MN

CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *MAPLE GROVE MN

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *MAPLE GROVE MN

TL-1 TIN/ LEAD, ELECTRODEPOSITED AMS-P-81728/MIL-P-81PLATING *MAPLE GROVE MN

114337 ACTON METAL PROCESSING CORP
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WALTHAM,  MA 781 8935890

P

Prime

BLOX-1 COATING, OXIDE, BLACK, FOR FERROUS METALS (CLASS 1-4)MIL-DTL-13924, C,1-4COATING *WALTHAM MA

BLOX-ALL OXIDE, BLACK, FERROUS METALS ALL CLASSES MIL-DTL-13924, 1-4COATING *WALTHAM MA

PS-1 PASSIVATION AMS-QQ-P-35COATING *WALTHAM MA

BN BLACK NICKEL (ELECTRODEPOSITED), BRASS, BRONZE, OR STEELMIL-P-18317PLATING *WALTHAM MA

107053 ALUMIPLATE, INC.
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MINNEAPOLIS,  MN 763 7863788

P

Prime

ALPLTG COATING, ALUMINUM, HIGH PURITY CL-1--3 MIL-DTL-83488DCOATING *MINNEAPOLIS

83156 AMERICAN TECHNICAL CERAMICS           (83156)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MYRTLE BEACH,  SC 904 726-3439

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *2200 AVX DR

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *2200 AVX DR

83156 AMERICAN TECHNICAL CERAMICS           (83156)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

JACKSONVILLE,  FL 904 726-3439

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *JACKSONVILLE

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *JACKSONVILLE

CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *JACKSONVILLE

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *JACKSONVILLE

39918 AMETEK AEGIS                                                  (39918)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

NEW BEDFORD,  MA 508 998-3141

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *NEW BEDFORD MA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *NEW BEDFORD MA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *NEW BEDFORD MA

18451 AMPHENOL AEROSPACE                    (18451)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SIDNEY,  NY 607 563-5368

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *SIDNEY NY

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *SIDNEY NY

PS PASSIVATION, CRS ASTM A967COATING *SIDNEY NY

AG-1 SILVER PLATING, ELECTRODEPOSITED ASTM-B-700/QQ-S-365PLATING *SIDNEY NY

B-488 ELECTRO-DEPOSITED GOLD (TYP,THICKNESS &HARDNS AR)ASTM B488PLATING *SIDNEY NY

CD CADMIUM, ELECTRODEPOSITED QQ-P-416PLATING *SIDNEY NY
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NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *SIDNEY NY

38375 APPLIED GRAPHICS INC                                        (38375)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

AMESBURY,  MA 978 3885300

P

Prime

P-24712 COATINGS, POWDER, THERMOSETTING (ALL TYPS & CLS.)MIL-PRF-24712COATING *AMESBURY MA

P-32348 POWDER COATING, CAMOUFLAGE CHEMICAL AGENT RESISTANT TYP-I-IVMIL-PRF-32348COATING *AMESBURY MA

P6.1 PAINT MIL-PRF-22750COATING *AMESBURY MA

P7 PRIMER MIL-PRF-23377COATING *AMESBURY MA

38732 B C SYSTEMS INC                                             (38732)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SETAUKET,  NY 631 751-9370

P

Prime

CC-SR CONFORMAL COATING, SR SILICONE RESINS MIL-I-46058COATING *SETAUKET NY

83836 BRODEUR MACHINE COMPANY                                     (83836)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

NEW BEDFORD,  MA 508 995-2662

P

Prime

HVOF-1 Tungsten Carbide Coatings (Hardide) C22818-C/3100204P-1COATING *NEW BEDFORD

81372 C/A DESIGN INC                                  (81372)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

DOVER,  NH 603 507-0527

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *DOVER NH

BZ6 VACUUM BRAZE AL Alloys (ALL CLASSES) AWS 3.7/ MIL-B-7883BRAZE *DOVER NH

BAE-CC CHEMICAL CONVERSION COAT, Al & Al Alloys 8427674COATING *DOVER NH

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *DOVER NH

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *DOVER NH

CCB CONVERSION COATING, B449 Cl-1-4 ASTM B449, Cl-1-4COATING *DOVER NH

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *DOVER NH

86060 CARLETON TECHNOLOGIES INC                                       (86060)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ORCHARD PARK,  NY 716 662-0006

P

Prime

RW1 RESISTANCE WELDING, AEROSPACE APPLICATIONS AWS D17.2WELD *ORCHARD PARK

16046 CENTRAL COATING TECHNOLOGIES INC                                      (16046)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

W BOYLSTON,  MA 508 8356225

P

Prime

C-KOTE CERAKOTE COATING FED-STD-595 COLORCOATING *W BOYLSTON MA

P1 PRIMER MIL-F-18264COATING *W BOYLSTON MA

P5 PRIMER, EPOXY MIL-PRF-85582COATING *W BOYLSTON MA

P6.1 PAINT MIL-PRF-22750COATING *W BOYLSTON MA

119833 COBHAM ADVANCED ELECTRONIC SOLUTIONS INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SAN DIEGO,  CA 858 560-1301

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *SAN DIEGO CA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *SAN DIEGO CA

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

AG-1 SILVER PLATING, ELECTRODEPOSITED ASTM-B-700/QQ-S-365PLATING *SAN DIEGO CA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *SAN DIEGO CA

33732 COBHAM DEFENSE ELECTRONICS                   (33732)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SAN DIEGO,  CA 858 505-3797

P

Prime
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CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *SAN DIEGO CA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *SAN DIEGO CA

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

131245 COBHAM SLIP RINGS NAPLES INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

NAPLES,  FL 239 263-3102

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *NAPLES FL

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *NAPLES FL

107757 COBHAM TRIVEC-AVANT INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUNTINGTON BEACH,  CA 714 8414976

P

Prime

P16 PAINT (CARC) MIL-C-46168COATING *HUNTINGTON BEA

116591 CONSOLIDATED METAL TECHNOLOGIES INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ROUND ROCK,  TX 512 2559296

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *ROUND ROCK TX

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *ROUND ROCK TX

PS-1 PASSIVATION AMS-QQ-P-35COATING *ROUND ROCK TX

SA2-1 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP I, IICOATING *ROUND ROCK TX

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *ROUND ROCK TX

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *ROUND ROCK TX

SN TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM B 545PLATING *ROUND ROCK TX

ZN-1 ZINC, ELECTRODEPOSITED ASTM B633PLATING *ROUND ROCK TX

85095 CORNING SPECIALTY MATERIALS
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

KEENE,  NH 603 357-7662

P

Prime

P1 PRIMER MIL-F-18264COATING *KEENE NH

P17 PAINT MIL-DTL-15090COATING *KEENE NH

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *KEENE NH

A-2771 HT Al ALLOY CASTINGS SAE AMS 2771HEAT TREAT *KEENE NH

HT-AL STRESS RELEIVING AL ALLOYS MIL-H-6088 AS GUIDEHEAT TREAT *KEENE NH

HT-T STRESS RELIEVING TITANIUM ALLOYS DRAWING NOTEHEAT TREAT *KEENE NH

129046 DAV-TECH PLATING INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MARLBOROUGH,  MA 508 485-8472

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *MARLBOROUGH MA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *MARLBOROUGH MA

HC3 Anodize Hardcoat Type III MIL-A-8625COATING *MARLBOROUGH MA

P-967 PASSIVATION of CRS, Nitric-1-3 ASTM A 967COATING *MARLBOROUGH MA

PS-1 PASSIVATION AMS-QQ-P-35COATING *MARLBOROUGH MA

SA2-1 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP I, IICOATING *MARLBOROUGH MA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *MARLBOROUGH MA

101688 DICRONITE NE
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WESTFIELD,  MA 413 562-5019

P

Prime

DICRO DRY FILM LUBRICANT AMS 2510 TYP-1 *WESTFIELD MA
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83742 DITF                                                    (83742)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MINDEN,  NV 775 7821041

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *MINDEN

117066 E.C. SUMEREAU & SONS INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUNTINGTONSTATION,  NY 631 4235256

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *HUNTINGTON STA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *HUNTINGTON STA

CCB CONVERSION COATING, B449 Cl-1-4 ASTM B449, Cl-1-4COATING *HUNTINGTON STA

P-2700 PASSIVATION of CRS, All Types. AMS 2700COATING *HUNTINGTON STA

RO RED OXIDE PRIMER BIS IS 14506COATING *HUNTINGTON STA

SA2-1 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP I, IICOATING *HUNTINGTON STA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *HUNTINGTON STA

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *HUNTINGTON STA

TL-1 TIN/ LEAD, ELECTRODEPOSITED AMS-P-81728/MIL-P-81PLATING *HUNTINGTON STA

TL-2 TIN PLATE, ELECTRODEPOSITED ASTM-B-545PLATING *HUNTINGTON STA

84880 E2V TECHNOLOGIES                                                         (84880)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ENGLAND CM1 2QU,  44(0) 1245493493

P

Prime

CCB-1 CONVERSION COATING, B449 Cl-1 ASTM B449COATING *CHELMSFORD

87013 EGIDE USA INC                                   (87013)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CAMBRIDGE,  MD 410 9016219

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *CAMBRIDGE MD

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *CAMBRIDGE MD

70624 ELDEC CORPORATION                                                   (70624)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

LYNNWOOD,  WA 425 743-1313

P

Prime

CC1AII CONVERSION COATING, Type II, Class1A MIL-DTL-5541COATING *LYNNWOOD WA

CC3II CONVERSION COATING TYPE-II, CLASS-3 MIL-DTL-5541COATING *LYNNWOOD WA

82083 ELECTRO PLATE CIRCUITRY INC                                (82083)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CARROLLTON,  TX 214 621-4854

P

Prime

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *CARROLLTON TX

CU COPPER, ELECTRODEPOSITED MIL-C-14550PLATING *CARROLLTON TX

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *CARROLLTON TX

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *CARROLLTON TX

115656 ELECTROMET CORPORATION
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HAGERSTOWN,  MD 301 797-5900

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *HAGERSTOWN

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *HAGERSTOWN

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *HAGERSTOWN

P2 PRIMER TT-P-1757COATING *HAGERSTOWN

P5 PRIMER, EPOXY MIL-PRF-85582COATING *HAGERSTOWN

P6.1 PAINT MIL-PRF-22750COATING *HAGERSTOWN

P7 PRIMER MIL-PRF-23377COATING *HAGERSTOWN
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P8 CARC PAINT MIL-DTL-53039COATING *HAGERSTOWN

PS-1 PASSIVATION AMS-QQ-P-35COATING *HAGERSTOWN

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *HAGERSTOWN

WDG WELD (CLASS B&C) AWS D17.1WELD *HAGERSTOWN

137002 ELECTROPOLISHING SYSTEMS
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PLYMOUTH,  MA 508 830-1717

P

Prime

P-380 Passivation of CRS ASTM A380COATING *24 ALDRIN RD

78934 ENDICOTT PRECISION INC                                     (78934)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ENDICOTT,  NY 607 754-7076

P

Prime

WLDG-1 WELDING GTAW CLASS-C AWS D17.1/ D17.1MWELD *ENDICOTT NY

85836 EPNER TECHNOLOGY INC                                            (85836)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BROOKLYN,  NY 718 782-8722

P

Prime

AC7108 NADCAP Approved for Chemical Processing SAENADCAP *BROOKLYN NY

85836 EPNER TECHNOLOGY INC                                            (85836)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BROOKLYN,  NY 718 782-5948

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *KINGSLAND

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *KINGSLAND

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *KINGSLAND

CD CADMIUM, ELECTRODEPOSITED QQ-P-416PLATING *KINGSLAND

CREN HI-PHOSPHORUS, ELECTROLESS Ni R056A201PLATING *KINGSLAND

CU COPPER, ELECTRODEPOSITED MIL-C-14550PLATING *KINGSLAND

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *KINGSLAND

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *KINGSLAND

SN TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM B 545PLATING *KINGSLAND

117076 FALSTROM COMPANY
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PASSAIC,  NJ 201 7770013

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *PASSAIC NJ

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *PASSAIC NJ

P6 PAINT MIL-C-22750COATING *PASSAIC NJ

RW1 RESISTANCE WELDING, AEROSPACE APPLICATIONS AWS D17.2WELD *PASSAIC NJ

WDG WELD (CLASS B&C) AWS D17.1WELD *PASSAIC NJ

80983 FLEXIBLE CIRCUITS INC                     (80983)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WARRINGTON,  PA 215 3432300  X320

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *WARRINGTON PA

CU COPPER, ELECTRODEPOSITED MIL-C-14550PLATING *WARRINGTON PA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *WARRINGTON PA

18341 FLORIDA RF LABS/EMC TECHNOLOGY        (18341)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

STUART,  FL 772 600-1377

P

Prime

IVD-1 ION VAPOR DEPOSITION COATING AS REQUIREDCOATING *STUART FL

AG-1 SILVER PLATING, ELECTRODEPOSITED ASTM-B-700/QQ-S-365PLATING *STUART FL

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *STUART FL
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SN-1 TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM-B-545,PLATING *STUART FL

00046 FOUNTAIN PLATING CO INC                                     (00046)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WEST SPRINGFIELD,  MA 413 7814651

P

Prime

AC7108 NADCAP Approved for Chemical Processing SAENADCAP *W SPRINGFIELD

131270 GEATER MACHINING & MANUFACTURING CO
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

INDEPENDENCE,  IA 319 334-6026

P

Prime

WDG WELD (CLASS B&C) AWS D17.1WELD *INDEPENDENCE

118230 GENERAL ATOMICS AERONAUTICAL SYS INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

POWAY,  CA 858 312-4309

P

Prime

P11 PRIMER (WASH)  (ALL TYPES) DOD-P-15328COATING *POWAY CA

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *POWAY CA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *POWAY CA

118230 GENERAL ATOMICS AERONAUTICAL SYS INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SAN DIEGO,  CA 858 312-4309

P

Prime

P14 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *SAN DIEGO CA

86668 GENERAL DYNAMICS GLOBAL IMAGING TECH   (86668)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CULLMAN,  AL 860 684-5881

P

Prime

BR-127 Primer, Corrosion Inhibiting, Modified Epoxy Phenolic. 8388309COATING *CULLMAN AL

108246 GENERAL MAGNAPLATE CORP                                                 (108246)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

LINDEN,  NJ 908 862-6200

P

Prime

CA1A Chromic Acid Type 1A MIL-A-8625COATING *LINDEN NJ

CA1B Chromic Acid Type 1B MIL-A-8625COATING *LINDEN NJ

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *LINDEN NJ

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *LINDEN NJ

HC3 Anodize Hardcoat Type III MIL-A-8625COATING *LINDEN NJ

PS PASSIVATION, CRS ASTM A967COATING *LINDEN NJ

SA2 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP-I,IICOATING *LINDEN NJ

AG SILVER PLATING, ELECTRODEPOSITED ASTM B700/QQ-S-365PLATING *LINDEN NJ

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *LINDEN NJ

82717 GEORGE INDUSTRIES INC                                       (82717)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ENDICOTT,  NY 607 748-3371

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *ENDICOTT NY

BZ6 VACUUM BRAZE AL Alloys (ALL CLASSES) AWS 3.7/ MIL-B-7883BRAZE *ENDICOTT NY

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *ENDICOTT NY

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *ENDICOTT NY

P14 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *ENDICOTT NY

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *ENDICOTT NY

132103 GEORGE INDUSTRIES LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ENDICOTT,  NY 607 748-3371

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *1 S PAGE AVE
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BZ6 VACUUM BRAZE AL Alloys (ALL CLASSES) AWS 3.7/ MIL-B-7883BRAZE *1 S PAGE AVE

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *1 S PAGE AVE

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *1 S PAGE AVE

P14 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *1 S PAGE AVE

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *1 S PAGE AVE

WDG WELD (CLASS B&C) AWS D17.1WELD *1 S PAGE AVE

WDG-A FUSION WELD (CLASS-A) AWS D17.1WELD *1 S PAGE AVE

107711 GS PRECISION INC - KEENE DIVISION
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

KEENE,  NH 603 439-6920

P

Prime

AMS 2530 TUNGSTEN DISULFIDE COATING AMS 2530COATING *KEENE NH

86193 HDL RESEARCH LAB INC.                                       (86193)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BRENHAM,  TX 979 8362300

P

Prime

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *BRENHAM

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *BRENHAM

03137 HERMETIC SEAL CORP                                          (03137)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ROSEMEAD,  CA 626 258-3608

P

Prime

PS-1 PASSIVATION AMS-QQ-P-35COATING *ROSEMEAD CA

B-488 ELECTRO-DEPOSITED GOLD (TYP,THICKNESS &HARDNS AR)ASTM B488PLATING *ROSEMEAD CA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *ROSEMEAD CA

H0774 HI-TECH PLATING INC                                         (H0774)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

EVERETT,  MA 0000000000

P

Prime

AC7108 NADCAP Approved for Chemical Processing SAENADCAP *EVERETT MA

117544 HI-TEMP BRAZING INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

DEER PARK,  NY 631 491-4917

P

Prime

AC7102 Nadcap Audit Criteria for Heat Treating SAENADCAP *DEER PARK  NY

128802 HONEYWELL HYMATIC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

REDDITCH,  +44 0 1527-64931

P

Prime

BZ3 INDUCTION BRAZE INTERNAL CO SPEC.BRAZE *REDDITCH

EBW Electronic Beam WeldingWELD *REDDITCH

RW RESISTANCE WELDINGWELD *REDDITCH

86930 INDUSTRIAL TECTONICS BEARINGS CORP            (86930)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

RANCHO DOMINGUEZ,  CA 310 537-3750

P

Prime

P-2700 PASSIVATION of CRS, All Types. AMS 2700COATING *RANCO DOMINGUE

09348 J A REINHARDT & CO INC                                      (09348)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MOUNTAINHOME,  PA 570 481-3801

P

Prime

BAE-CC CHEMICAL CONVERSION COAT, Al & Al Alloys 8427674COATING *MOUNTAINHOME

P-INT PRIME AND PAINT VARIOUSCOATING *MOUNTAINHOME

P6 PAINT MIL-C-22750COATING *MOUNTAINHOME

AC7102 Nadcap Audit Criteria for Heat Treating SAENADCAP *MOUNTAINHOME

AC7108 NADCAP Approved for Chemical Processing SAENADCAP *MOUNTAINHOME
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25945 J KITTREDGE & SONS INC                                      (25945)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUDSON,  MA 978 567-0998

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *HUDSON MA

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *HUDSON MA

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *HUDSON MA

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *HUDSON MA

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *HUDSON MA

115830 JARO CORPORATION
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PEABODY,  MA 978 532-2717

P

Prime

CC-ER INSULATING COMPOUND ELECTRICAL (ER) MIL-I-46058COATING *PEABODY MA

133440 JEL FINISHING
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CHELMSFORD,  MA 978 256-2212

B

Both

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *25 KATRINA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *25 KATRINA

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *25 KATRINA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *25 KATRINA

120646 JMD INDUSTRIES
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUDSON,  NH 603 882-3198

P

Prime

CA1A Chromic Acid Type 1A MIL-A-8625COATING *HUDSON NH

CA1B Chromic Acid Type 1B MIL-A-8625COATING *HUDSON NH

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *HUDSON NH

CC3II CONVERSION COATING TYPE-II, CLASS-3 MIL-DTL-5541COATING *HUDSON NH

HC3-1 Anodize Hardcoat MIL-A-8625, Type IIICOATING *HUDSON NH

23835 K & L MICROWAVE INC                                             (23835)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SALISBURY,  MD 410 749-2424

P

Prime

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *SALISBURY MD

P11 PRIMER (WASH)  (ALL TYPES) DOD-P-15328COATING *SALISBURY MD

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *SALISBURY MD

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *SALISBURY MD

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *SALISBURY MD

25200 KNOWLES CAZENOVIA INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CAZENOVIA,  NY 315 655-0453

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *CAZENOVIA NY

132063 KYOCERA INTERNATIONAL INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SAN DIEGO,  CA 508 878-6541

P

Prime

B-488 ELECTRO-DEPOSITED GOLD (TYP,THICKNESS &HARDNS AR)ASTM B488PLATING *8611 BALBOA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *8611 BALBOA

87362 L3 COMMUNICATIONS INTEGRATED SYSTEMS LP
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

GREENVILLE,  TX 903 457-5447

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *GREENVILLE TX

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *GREENVILLE TX



12/5/2019

Date Last Modified

Page 10 of 16
Manufacturers with Quality Approved Special Processes

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *GREENVILLE TX

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *GREENVILLE TX

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *GREENVILLE TX

HT-7199 HEAT TREAT Be/Cu ALLOYS AMS-H-7199HEAT TREAT *GREENVILLE TX

S1 HEAT TREAT STEEL RAW MATERIALS SAE AMS-H-6875AHEAT TREAT *GREENVILLE TX

WDG WELD (CLASS B&C) AWS D17.1WELD *GREENVILLE TX

WDG-A FUSION WELD (CLASS-A) AWS D17.1WELD *GREENVILLE TX

136949 MEGGITT (BALTIMORE) INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BALTIMORE,  MD 410 542-1700

P

Prime

A-3138 FLUORCARBON (FKM) ELASTOMERIC COATING SAE AMS-3138D-2007COATING *3310 CARLINS

P-64159 POLYURETHANE TOP COAT (CARC), TYP-I MIL-DTL-64159COATING *3310 CARLINS

P7 PRIMER MIL-PRF-23377COATING *3310 CARLINS

16765 MICRO-MODE PRODUCTS                                         (16765)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

EL CAJON,  CA 619 449-3844 x10

P

Prime

P-967 PASSIVATION of CRS, Nitric-1-3 ASTM A 967COATING *EL CAJON CA

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *EL CAJON CA

B-488 ELECTRO-DEPOSITED GOLD (TYP,THICKNESS &HARDNS AR)ASTM B488PLATING *EL CAJON CA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *EL CAJON CA

103607 MICROGROUP INC                                                (103607)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MEDWAY,  MA 508 533-4925

P

Prime

P-380 Passivation of CRS ASTM A380COATING *MEDWAY MA

15102 MICROWAVE ENGINEERING CORP                                  (15102)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

NO ANDOVER,  MA 978 685-2776

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *ANDOVER MA

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *ANDOVER MA

P6 PAINT MIL-C-22750COATING *ANDOVER MA

32011 MODULAR COMPONENTS NATIONAL INC                            (32011)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

FOREST HILL,  MD 410 879-6553

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *FOREST HILL MD

CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *FOREST HILL MD

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *FOREST HILL MD

37978 MOOG INC                                                (37978)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

BLACKSBURG,  VA 540 552-3011

P

Prime

CA1A Chromic Acid Type 1A MIL-A-8625COATING *BLACKSBURG VA

CA1B Chromic Acid Type 1B MIL-A-8625COATING *BLACKSBURG VA

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *BLACKSBURG VA

CC1AII CONVERSION COATING, Type II, Class1A MIL-DTL-5541COATING *BLACKSBURG VA

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *BLACKSBURG VA

CC3II CONVERSION COATING TYPE-II, CLASS-3 MIL-DTL-5541COATING *BLACKSBURG VA

HC3-1 Anodize Hardcoat MIL-A-8625, Type IIICOATING *BLACKSBURG VA

PS-1 PASSIVATION AMS-QQ-P-35COATING *BLACKSBURG VA
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SA2-1 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP I, IICOATING *BLACKSBURG VA

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *BLACKSBURG VA

SN TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM B 545PLATING *BLACKSBURG VA

N0859 NEW AGE METAL FABRICATING CO INC                                (N0859)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

FAIRFIELD,  NJ 973 227-9107

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *FAIRFIELD NJ

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *FAIRFIELD NJ

P1 PRIMER MIL-F-18264COATING *FAIRFIELD NJ

P6 PAINT MIL-C-22750COATING *FAIRFIELD NJ

P6.1 PAINT MIL-PRF-22750COATING *FAIRFIELD NJ

P7 PRIMER MIL-PRF-23377COATING *FAIRFIELD NJ

PC-3451 POWDER COAT ASTM 3451COATING *FAIRFIELD NJ

FW-7 Fusion Weld, Aluminum & Al.Alloys AWS D17.1WELD *FAIRFIELD NJ

79114 PACIFIC AEROSPACE & ELECTRONICS INC                              (79114)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WENATCHEE,  WA 509 667-5303

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *WENATCHEE WA

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *WENATCHEE WA

PS-1 PASSIVATION AMS-QQ-P-35COATING *WENATCHEE WA

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *WENATCHEE WA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *WENATCHEE WA

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *WENATCHEE WA

LZR-WDG LAZER BEAM WELDING C7.2M:2010WELD *WENATCHEE WA

118662 PAINTING INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

S HACKENSACK,  NJ 201 4896565

P

Prime

P-5044 GRIT TOP COAT PAINT A-A-59166/MIL-W-5044COATING *S HACKENSACK

P1 PRIMER MIL-F-18264COATING *S HACKENSACK

P2 PRIMER TT-P-1757COATING *S HACKENSACK

P3 WASH PRIMER MIL-C-8514 ACOATING *S HACKENSACK

P5 PRIMER, EPOXY MIL-PRF-85582COATING *S HACKENSACK

P6 PAINT MIL-C-22750COATING *S HACKENSACK

P7 PRIMER MIL-PRF-23377COATING *S HACKENSACK

PNTG Painting *S HACKENSACK

85365 POCO GRAPHITE INC                                           (85365)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

DECATUR,  TX 940 6272121

P

Prime

PCC PYROLYTIC CARBON COATING CO SPECIFICCOATING *DECATUR TX

85741 PRECISION GRINDING & MFG CORP                               (85741)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ROCHESTER,  NY 585 458-4300

P

Prime

PS-PAINT PAINT, EPOXY MIL-PRF-22750COATING *ROCHESTER NY

PS-PRIME MIL-PRF-23377 TYP-N or C2 PROGRAM SPECIFIC MIL-PRF-23377COATING *ROCHESTER NY

PS-W-PRIME WASH PRIME PROGRAM SPECIFIC MIL-C-8514COATING *ROCHESTER NY
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124082 QUALITY METAL FINISHING
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PATERSON,  NJ 973 345-0963

P

Prime

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *PATERSON NJ

PS-1 PASSIVATION AMS-QQ-P-35COATING *PATERSON NJ

CD CADMIUM, ELECTRODEPOSITED QQ-P-416PLATING *PATERSON NJ

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *PATERSON NJ

122112 RAINBOW POWDER COATING CORP
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

DEER PARK,  NY 631 5864019

P

Prime

SN-ZN TIN/ ZINC BAE SPEC 1007307PCOATING *DEER PARK NY

133486 RALOID CORPORATION
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

REISTERSTOWN,  MD 410 833-2272

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *109 WABASH AVE

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *109 WABASH AVE

P11 PRIMER (WASH)  (ALL TYPES) DOD-P-15328COATING *109 WABASH AVE

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *109 WABASH AVE

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *109 WABASH AVE

PS PASSIVATION, CRS ASTM A967COATING *109 WABASH AVE

PS-1 PASSIVATION AMS-QQ-P-35COATING *109 WABASH AVE

WDG WELD (CLASS B&C) AWS D17.1WELD *109 WABASH AVE

86438 RANOR INC                                                   (86438)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WESTMINSTER,  MA 978 874-0591

P

Prime

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *WESTMINSTER MA

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *WESTMINSTER MA

PI2 DYE PENETRANT, Type 2 MIL-I-6866NDT *WESTMINSTER MA

WDG WELD (CLASS B&C) AWS D17.1WELD *WESTMINSTER MA

131268 REGAL RESEARCH AND MFG CO LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PLANO,  TX 972 494-0359

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *PLANO TX

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *PLANO TX

P11 PRIMER (WASH)  (ALL TYPES) DOD-P-15328COATING *PLANO TX

P13 PRIMER (ALL TYPES) AS REQ ON DWGCOATING *PLANO TX

P15 PAINT (ALL TYPES) AS REQ ON DWGCOATING *PLANO TX

WLDG-1 WELDING GTAW CLASS-C AWS D17.1/ D17.1MWELD *PLANO TX

86577 RIDGE ENGINEERING INC                                       (86577)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HAMPSTEAD,  MD 410 2397716

P

Prime

BZ7 VACUUM FURNACE BRAZING AWS C3.6BRAZE *HAMPSTEAD

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *HAMPSTEAD

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *HAMPSTEAD

P1 PRIMER MIL-F-18264COATING *HAMPSTEAD

P6 PAINT MIL-C-22750COATING *HAMPSTEAD

PS-1 PASSIVATION AMS-QQ-P-35COATING *HAMPSTEAD
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A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *HAMPSTEAD

FW7 Fusion Weld, Aluminum & Al. AlloysWELD *HAMPSTEAD

37572 SAES GETTERS USA INC                                        (37572)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

COLORADO SPRINGS,  CO 719 5763200

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *COLORADO SPRIN

128869 SANTIER
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

SAN DIEGO,  CA 858 348-1211

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *SAN DIEGO CA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *SAN DIEGO CA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *SAN DIEGO CA

132196 SEMIPACK SERVICES INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MELBOURNE,  FL 904 476-5470

P

Prime

GEIA ROBOTIC HOT TIN DIP GEIA-STD-0006 *345 EAST DR

21245 SMALLEY STEEL RING CO                                       (21245)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

LAKE ZURICH,  IL 847 719-5900

P

Prime

17-7 PH HEAT TREAT @ 900° F , CH 900 BAE DWG 8451631HEAT TREAT *LAKE ZURICH IL

80715 SPECIALTY COATING SYSTEMS INC                               (80715)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

AMHERST,  NH 603 8833339

P

Prime

CCP CONFORMAL COATING,  XY PARYLENE MIL-I-46058COATING *AMHERST NH

80715 SPECIALTY COATING SYSTEMS INC                               (80715)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

INDIANAPOLIS,  IN 800 356-8260

P

Prime

CCP CONFORMAL COATING,  XY PARYLENE MIL-I-46058COATING *INDIANAPOLIS I

117166 STERLING PRECISION INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

CLINTON,  MA 978 365-4999

P

Prime

BZ5 DIP BRAZE (ALL CLASSES) AWS C3.7/ MIL-B-7883BRAZE *CLINTON MA

A1 HEAT TREAT WROUGHT Al ALLOYS SAE AMS-2770HEAT TREAT *CLINTON MA

125016 SUMMIT INTERCONNECT ORANGE
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ORANGE,  CA 714 974-8590

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *ORANGE CA

CU COPPER, ELECTRODEPOSITED MIL-C-14550PLATING *ORANGE CA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *ORANGE CA

NI2 NICKEL, ELECTROLESS MIL-C-26074PLATING *ORANGE CA

02197 TECH-ETCH INC                                               (02197)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

PLYMOUTH,  MA 508 747-0300 X3016

P

Prime

BO-495 BLACK OXIDE OVER COPPER MIL-F-495COATING *PLYMOUTH MA

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *PLYMOUTH MA

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *PLYMOUTH MA

PS-1 PASSIVATION AMS-QQ-P-35COATING *PLYMOUTH MA

B1 HEAT TREAT - COPPER-BERYLLIUM ALLOYS AMS 2728HEAT TREAT *PLYMOUTH MA

AG-1 SILVER PLATING, ELECTRODEPOSITED ASTM-B-700/QQ-S-365PLATING *PLYMOUTH MA

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *PLYMOUTH MA
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CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *PLYMOUTH MA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *PLYMOUTH MA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *PLYMOUTH MA

TL-1 TIN/ LEAD, ELECTRODEPOSITED AMS-P-81728/MIL-P-81PLATING *PLYMOUTH MA

LSR-W LASER WELD TO SUPPLIER INTERNAL PROCEDURES INTNL-PROCWELD *PLYMOUTH MA

122627 TECOMET INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WILMINGTON,  MA 781 782-6457

P

Prime

BZ7 VACUUM FURNACE BRAZING AWS C3.6BRAZE *301 BALLARDVAL

WELD2 ELECTRON BEAM WELDING AMS-2680,2681WELD *301 BALLARDVAL

122627 TECOMET INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WOBURN,  MA 781 782-6400

P

Prime

BZ7 VACUUM FURNACE BRAZING AWS C3.6BRAZE *WOBURN MA

109584 TELEDYNE MICROWAVE SOLUTIONS               (109584)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MOUNTAIN VIEW,  CA 650 691-9800

P

Prime

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *MOUNTAIN VIEW

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *MOUNTAIN VIEW

127534 TFAB MANUFACTURING LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

MADISON,  AL 256 258-6200

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *MADISON AL

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *MADISON AL

P6.1 PAINT MIL-PRF-22750COATING *MADISON AL

P7 PRIMER MIL-PRF-23377COATING *MADISON AL

85294 THINFILMS INC                                               (85294)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HILLSBOROUGH,  NJ 908 3597014

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *HILLSBOROUGH

84960 TIODIZE COMPANY                                             (84960)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HUNTINGTON BEACH,  CA 714 898-4377

P

Prime

AMS2488 ANODIC COATING - TITANIUM & Ti ALLOYS AMS 2488COATING *HUNTINGTON BEA

127605 TRIDENT PRECISION MFG INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WEBSTER,  NY 585 265-2010

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *WEBSTER NY

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *WEBSTER NY

P1 PRIMER MIL-F-18264COATING *WEBSTER NY

P2 PRIMER TT-P-1757COATING *WEBSTER NY

P3 WASH PRIMER MIL-C-8514 ACOATING *WEBSTER NY

P5 PRIMER, EPOXY MIL-PRF-85582COATING *WEBSTER NY

P6 PAINT MIL-C-22750COATING *WEBSTER NY

P7 PRIMER MIL-PRF-23377COATING *WEBSTER NY

P8 CARC PAINT MIL-DTL-53039COATING *WEBSTER NY

P9 POLYURETHANE TOP COAT, CL-H AND W MIL-PRF-85285COATING *WEBSTER NY

RW RESISTANCE WELDINGWELD *WEBSTER NY
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WDG WELD (CLASS B&C) AWS D17.1WELD *WEBSTER NY

WDG-A FUSION WELD (CLASS-A) AWS D17.1WELD *WEBSTER NY

126649 TURN-KEY COATINGS                                (126649)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HOUSTON,  TX 713 666-1375

P

Prime

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *HOUSTON TX

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *HOUSTON TX

HC3 Anodize Hardcoat Type III MIL-A-8625COATING *HOUSTON TX

PS PASSIVATION, CRS ASTM A967COATING *HOUSTON TX

SA2-1 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYSMIL-A-8625 TYP I, IICOATING *HOUSTON TX

AG-1 SILVER PLATING, ELECTRODEPOSITED ASTM-B-700/QQ-S-365PLATING *HOUSTON TX

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *HOUSTON TX

CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *HOUSTON TX

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *HOUSTON TX

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *HOUSTON TX

SN TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM B 545PLATING *HOUSTON TX

ZN-1 ZINC, ELECTRODEPOSITED ASTM B633PLATING *HOUSTON TX

82070 ULTRASOURCE INC                                            (82070)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

HOLLIS,  NH 800 742-9410

P

Prime

PVD-1 PHYSICAL VAPOR DEPOSITION COATING AS REQUIREDCOATING *HOLLIS NH

124852 VENICE PRECISION LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

N VENICE,  FL 941 485-7700

P

Prime

HT-7199 HEAT TREAT Be/Cu ALLOYS AMS-H-7199HEAT TREAT *N VENICE FL

116924 VERNON PLATING WORKS, INC.
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WOODSIDE,  NY 718 6391124

B

Both

CC1A CONVERSION COATING, Type I, Class 1A MIL-DTL-5541COATING *WOODSIDE, NY

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *WOODSIDE, NY

AG SILVER PLATING, ELECTRODEPOSITED ASTM B700/QQ-S-365PLATING *WOODSIDE, NY

AU GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *WOODSIDE, NY

CREN HI-PHOSPHORUS, ELECTROLESS Ni R056A201PLATING *WOODSIDE, NY

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *WOODSIDE, NY

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *WOODSIDE, NY

SN TIN, ELECTRODEPOSITED, (REF: MIL-T-10727) ASTM B 545PLATING *WOODSIDE, NY

129902 VIASYSTEMS TECHNOLOGIES CORP LLC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

ANAHEIM,  CA 714 688-7324

P

Prime

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *ANAHEIM CA

B-488 ELECTRO-DEPOSITED GOLD (TYP,THICKNESS &HARDNS AR)ASTM B488PLATING *ANAHEIM CA

CU1 COPPER, ELECTRODEPOSITED AMS-2418/MIL-C-14550PLATING *ANAHEIM CA

NI-2 NICKEL, ELECTROLESS AMS-2404,AMS-C-26074PLATING *ANAHEIM CA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *ANAHEIM CA

79568 VIRGINIA PANEL CORPORATION                                   (79568)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WAYNESBORO,  VA 540 932-3300

P

Prime
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CA1B Chromic Acid Type 1B MIL-A-8625COATING *WAYNESBORO VA

CC-1A CONVERSION COATING CLASS, 1A TYPE I & II MIL-DTL-5541COATING *WAYNESBORO VA

CC-3 CONVERSION COATING CLASS-3, TYPE I & II MIL-DTL-5541COATING *WAYNESBORO VA

AU1 GOLD PLATING, ELECTRODEPOSITED MIL-G-45204PLATING *WAYNESBORO VA

NI1 NICKEL, ELECTRODEPOSITED QQ-N-290PLATING *WAYNESBORO VA

78015 VISHAY ELECTRO-FILMS INC                                    (78015)
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

WARWICK,  RI 401 738-9150

P

Prime

PECVD PLASMA ENHANCED CHEM VAPOR DEPOSITION DWG NOTESCOATING *WARWICK RI

116937 WOODBINE PRODUCTS INC
PROCESS CODE PROCESS CATEGORY PROCESS DESCRIPTION PROCESS SPECIFICATION SITE_CODE

DEER PARK,  NY 631 586-3770

P

Prime

CC3 CONVERSION COATING, TYPE I, CLASS-3 MIL-DTL-5541COATING *DEER PARK, NY

RW1 RESISTANCE WELDING, AEROSPACE APPLICATIONS AWS D17.2WELD *DEER PARK, NY


